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. RODUCLLG PLANT :
C APFROVALS: § | ILUCThS CANCELS: J=6003A
. @ b |9, ' DATE: 2-9-71
A
BULL T i - DESCRIPTION A POUNTS eEA AT
220 Whiting : 53,27 1100
251" | Mica, WC PBOF . 14.53 300
260 . Sericite, Narvon - 19,37 - 400
LA % Asbestos 7RF 10 - 4.84 100
165 Hamaco 277 ) 2.42 50
330 Polyvinyl Aleohol 1.94 40
164 _ Glyoxal 80% o ' .39 8
453 Freservative .10 2
245 | Thickener i 48 10
441 SNO CAL Clay ' 2.42 50
( 454 Kopeo PD-1 Defoamer . 24 5
432 Solfast Green V ' _ : - (4 oz)
TOTAL 100,00 2065
MANUFACTURING INSTRUGTIONS :
-1, See Process Bulletin J 303,
2. Mixing time shall be &€ minutes minimum and 12 minutes maximum,
QUALITY CONTEROL:
Ti=-1 . Viscosity, 150 gm eylind=r & 5 sec 38 - 40 mm
-3 ' Tape Bondto Cubleboard g - 10
TH=6 "Application : Equal to Standard
=7 Vorkapility Egqual to Standard
TH=-35 0.25 Boric Acid Test © No Firm Gel after 1 Minute,.
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